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Grain Size Analysis Results

Sediment Sample B1

Sieve Grain Size Percent
Number (mm) Finer

4 4.75 70.5 % Gravel = 36.4
10 2 63.6 % Sand = 58.7
40 0.425 29.5 % Silt = 4.9

200 0.075 4.9 Total = 100

Sediment Sample S1

Sieve Grain Size Percent
Number (mm) Finer

4 4.75 99.9 % Gravel = 3.1
10 2 96.9 % Sand = 96.2
40 0.425 8.5 % Silt = 0.7

200 0.075 0.7 Total = 100

Sediment Sample S2

Sieve Grain Size Percent
Number (mm) Finer

4 4.75 94.6 % Gravel = 22.4
10 2 77.6 % Sand = 76.8
40 0.425 11 % Silt = 0.8

200 0.075 0.8 Total = 100

Sediment Sample S3

Sieve Grain Size Percent
Number (mm) Finer

4 4.75 100 % Gravel = 1.7
10 2 98.3 % Sand = 97.5
40 0.425 13.9 % Silt = 0.8

200 0.075 0.8 Total = 100

Sediment Sample S4

Sieve Grain Size Percent
Number (mm) Finer

4 4.75 100 % Gravel = 0.4
10 2 99.6 % Sand = 98.5
40 0.425 46.9 % Silt = 1.1

200 0.075 1.1 Total = 100
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